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Becker Industrial Coatings Ltd 
 

Issue No: 020      Issue date: 17 June 2022 
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L24 9HJ 
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Tel: +44 (0)151 448 1010 

E-Mail: paul.costello@beckers-group.com 

Website: www.beckers-group.com 

 

Testing performed at the above address only 

 
DETAIL OF ACCREDITATION 

 

 
Materials/Products tested 

 
Type of test/Properties 

measured/Range of measurement 

 
Standard specifications/ 

Equipment/Techniques used 

   
PAINTS, VARNISHES AND 
SIMILAR MATERIALS 

Corrosion Tests  

 Salt spray ASTM B117-19 
   
 Water resistance ASTM D870-15 (2020) 
   
 Prohesion ASTM G85-19 Annex A5 
   
 Resistance to humidity BS 3900:Part F2:1973 
   
   
 Solar Radiation 

 
 

   
 Solar Reflectance (TSR) and Solar 

Absorbance (αs) 
ASTM E903-20 
Documented In-House Method 
PI-LTM-313 

   
 Thermal Emissivity ASTM C1371-15 

Documented In-House Method 
PI-LTM-312 

   
 Solar Reflectance Index (SRI) and 

Steady State Surface Temperature 
ASTM E1980-11 
Documented In-House Method 
PI-LTM-314 

   

END 

 


